AFM Study of High Solubility Carbon Nanotubes
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Silver Nanoparticles on Glass (AFM)
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Digital Instruments NanoScope

Scan size 20.00 pm
Scan rate 0.5003 Hz
Number of samples 512
Image Data Amplitude
Data scale 250.0 mV




Controlled Deposition of Silver Nanoparticles

(Soft Lithography)
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Figure 1 a) a.) Optical image of Cu IC chip and b.) PDMS stamp.

Figure 2 a.) Optical and b.) SEM image of selectively deposited silver.

Linewidth Control
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